U.S. CUSTOMS LABORATORY METHODS

USCL METHOD 40-01

ASTM D 1076

Specification for Rubber - Concentrated, Ammonia Preserved,

Creamed and Centrifuged Natural Latex

SAFETY PRECAUTIONS
This method does not purport to address all of the safety problems, if any, associated with its use.  It is the responsibility of the user of this method to establish appropriate safety and health practices and determine the applicability of regulatory limitations prior to its use.
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SCOPE AND FIELD OF APPLICATION


The reference method contains a number of procedures of which a few are pertinent to the analyzing of natural rubber latex included in Section V of Chapter 40 Subheading 4001.10.00 of the Harmonized Tariff Schedule of the United States (HTSUS).

2
REFERENCE
ASTM D 1076
Specification for Rubber - Concentrated, Ammonia Preserved, Creamed and Centrifuged Natural Latex

End of Method
