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SAFETY PRECAUTIONS
This method does not purport to address all of the safety problems, if any, associated with its use.  It is the responsibility of the user of this method to establish appropriate safety and health practices and determine the applicability of regulatory limitations prior to its use.
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SCOPE AND FIELD OF APPLICATION


The reference method is divided into two parts. The first is used to identify rubber in the raw state and, when compounded, both in the cured and uncured state. The second part describes methods used to detect different rubbers in blends of rubbers, and to semiquantitate the amounts of each rubber present. This method is suitable for identifying natural and synthetic rubbers of Section V, Chapter 40 Subheadings 4001 and 4002 of the Harmonized Tariff Schedule of the United States.
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