U.S. CUSTOMS LABORATORY METHODS

USCL METHOD 50-33

ISO 5079 - 1977

NHM - 1977

Textiles - Man-Made Fibres - Determination of Breaking

Strength and Elongation of Individual Fibres
SAFETY PRECAUTIONS
This method does not purport to address all of the safety problems, if any, associated with its use.  It is the responsibility of the user of this method to establish appropriate safety and health practices and determine the applicability of regulatory limitations prior to its use.
1
SCOPE AND FIELD OF APPLICATION


This method is one used to determine the breaking strength of individual fibers.

High tenacity monofilament is classified in Chapter 54 of the Harmonized Tariff Schedule of the United States (HTSUS).
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End of Method
