U.S. CUSTOMS LABORATORY METHODS

USCL METHOD 50-35

ASTM D 2101- 1995

NHM - 1995

Test Method for Tensile Properties of Single Man-Made

Textile Fibres Taken from Yarns and Tows
SAFETY PRECAUTIONS
This method does not purport to address all of the safety problems, if any, associated with its use.  It is the responsibility of the user of this method to establish appropriate safety and health practices and determine the applicability of regulatory limitations prior to its use.
1
SCOPE AND FIELD OF APPLICATION


This method is used to determine the tensile properties of man-made fibers removed from yarn intermediates (tow) and yarns.

Classification of tow and yarns of man-made staple fibers is in Chapter 55 of Section XI of the Harmonized Tariff Schedule of the United States (HTSUS).
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