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Terminology Relating to Rubber

SAFETY PRECAUTIONS
This method does not purport to address all of the safety problems, if any, associated with its use.  It is the responsibility of the user of this method to establish appropriate safety and health practices and determine the applicability of regulatory limitations prior to its use.
1
SCOPE AND FIELD OF APPLICATION
This reference is cited to help in the identification of rubber materials coating, covering, or impregnating commodities provided for in Chapter 59 of the Harmonized Tariff Schedule of the United States (HTSUS) or commodities with rubber classifiable elsewhere in Section XII or Section XII of the HTSUS.  This reference is being provided as general guidance and should not be considered exhaustive.  

Consult the current editions of the Explanatory Notes to the Harmonized Commodity Description and Coding System, the Harmonized Tariff Schedule of the United States, and such U. S. Customs Laboratory methods for such HTSUS Chapters as 39, 40, 56, 58, 59, 60, 61, 62, 64 and 65 that could also be pertinent.

2
REFERENCE
ASTM D 1566
Terminology Relating to Rubber

End of Method
